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NEIMME/BCaRA/Misc/1 [Not in box] NOT IN BOX

NEIMME/BCaRA/Misc/1a

Preliminary note on the effects of 

preheating on the physical characteristics 

of coke

The British Carbonization 

Research Association Test 

Plant Research Panel 8915 1974 LP11 Bay 2

NEIMME/BCaRA/Misc/1b

Note on the effects of preheating on the 

physical characteristics of coke

The British Carbonization 

Research Association Test 

Plant Research Panel LP11 Bay 2

NEIMME/BCaRA/Misc/2

Note on the partial briquetting of coke 

oven charges

The British Carbonization 

Research Association Test 

Plant Research Panel 9262 1976 LP11 Bay 2

NEIMME/BCaRa/Misc/3

A note on the distinction between 

'fluidity' and 'plasticity'

The British Carbonization 

Research Association Test 

Plant Research Panel 9013 1974 LP11 Bay 2

NEIMME/BCaRa/Misc/4

A note on the repeatability of the results 

of the Gieseler Test

The British Carbonization 

Research Association Test 

Plant Research Panel 9005 1974 LP11 Bay 2

NEIMME/BCaRa/Misc/5

Some observations on the Gieseler-type 

plastometer test

The British Carbonization 

Research Association Test 

Plant Research Panel 9056 1975 LP11 Bay 2

NEIMME/BCaRa/Misc/6

A note on correlations between various 

coke strength tests

The British Carbonization 

Research Association Test 

Plant Research Panel 9284 1976 LP11 Bay 2

NEIMME/BCaRa/Misc/7

A report of investigations carried out to 

determine means of effectively sealing 

coke-oven charge-hole lids 1976 NOT IN BOX SCANNED

NEIMME/BCaRa/Misc/8

Reccomendations for construction and 

operation of 7kg electrically heated test 

coke oven

Working group on 15lb test 

ovens 9387 LP11 Bay 2

NEIMME/BCaRa/Misc/9 BCRA 1976-an appraisal J.P Graham, director BCRA 9450 1976 LP11 Bay 2
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NEIMME/BCaRa/Misc/10

Occupational hygiene and the coal-tar 

industry G. D. Braidwood 1977 NOT IN BOX SCANNED

NEIMME/BCaRa/Misc/11

Proposals recieved for the programme of 

research 1982

The British Carbonization 

Research Association Test 

Plant Research Panel A646 1981 LP11 Bay 2

NEIMME/BCaRa/Misc/11a

Report on a visit to North America by G.D 

Braidwood, Mar-April 1977

The British Carbonization 

Research Association Test 

Plant Research Panel 9659 1977 LP11 Bay 2

NEIMME/BCaRa/Misc/12

Report of a visit to Czechoslovakia May-

June 1977

J.E Barker, J.P Graham, V.J 

Pater 9774 1977 LP11 Bay 2

NEIMME/BCaRa/Misc/13

Impressions of the Russian coking 

industry, 1977

J.E Barker, J.P Graham, J.G 

Simpson 9834 1978 LP11 Bay 2

NEIMME/BCaRa/Misc/14

Note on the activities of the working 

group on coal petrography March 1978 9841 LP11 Bay 2

NEIMME/BCaRa/Misc/15

Proceedings of the symposium on tar acid 

extraction, Tuesday, 11/04/1978

The British Carbonization 

Research Association Test 

Plant Research Panel A053 1978 LP11 Bay 2

NEIMME/BCaRa/Misc/16

Conference of the British Coke Research 

Association (1st : Leeds : 1944)

British Coke Research 

Association 1944 LP11 Bay 2

NEIMME/BCaRa/Misc/17 The Polish Coking Industry, 1964

British Coke Research 

Association 5801 LP11 Bay 2

NEIMME/BCaRa/Misc/20

A note on the activities of the Working 

Group on Coal Petrography July 1979

The British Carbonization 

Research Association Test 

Plant Research Panel A242 1979 LP11 Bay 2

NEIMME/BCaRa/Misc/21

Allocation of Effort in the programme of 

research 1980

The British Carbonization 

Research Association Test 

Plant Research Panel A303 1979 LP11 Bay 2

NEIMME/BCaRa/Misc/22

A report of a visit to Czechoslovakia, 9-

13/06/1980

J.E Barker, V.J Pater, G.A 

Wade A479 1980 LP11 Bay 2



NEIMME/BCaRa/Misc/23

A note on the activities of the Working 

Group on Coal Petrography July 1980

The British Carbonization 

Research Association A462 LP11 Bay 2

NEIMME/BCaRa/Misc/24

European Coke Committee: Proceedings 

of a meeting held in the United Kingdom 

13 November 1978

The British Carbonization 

Research Association 1978 NOT IN BOX

NEIMME/BCaRa/Misc/25

The Application of Scanning Electron 

Microscopy to studies  of pitch -bonded 

resins

The British Carbonization 

Research Association A949 LP11 Bay 2

NEIMME/BCaRa/Misc/26

Summary of the activities of the Working 

Group on Coal Petrography Sept 1981 to 

Oct 1982

The British Carbonization 

Research Association A958 LP11 Bay 2

NEIMME/BCaRa/Misc/42

Appraisal of significance of Coke Tensile 

Strength in relation to mechanical 

properies of cokes

The British Carbonization 

Research Association 8853 1974 LP11 Bay 2

NEIMME/BCaRa/Misc/43

Minutes of the twenty-third meeting of 

the Research Committee

The British Carbonization 

Research Association A318 1979 LP11 Bay 2

NEIMME/BCaRa/Misc/44

Interim report on 6.5-M and pilot ovens 

tests on behalf of BSC (Redcar) and the 

NCB on the evaluation of blends for the 

production of coke suitable for large blast 

furnaces.

The British Carbonization 

Research Association A127 1979 LP11 Bay 2

NEIMME/BCaRa/Misc/45

6.5 M oven blend study on indigenous 

coals for the production of coke suitable 

for large blast-furnaces on behalf of N.S.F. 

(N.E. Region)

The British Carbonization 

Research Association A377 1979 LP11 Bay 2

END


